
’*1
Bgiular-Clegg, Inc.

12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404
BC
BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31960.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-592 DATE PRINTED: 12-0CT-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 65 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 65 2 -150 65 Assay Prep 65
SaMole Pickup 1

REMARKS: Final results are reported.
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A DI\ ISION 01 INCHCAPF INSPECTION & TESTl'<G Sl:R\ ICES 

REPORT: D89-31960.4 ( CONPLETE) 

CLIENT: BROHn NINIMG CORP. 
PROJECT: R89-592 

ORDER 

1 Au 

ELENENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUNBER 

65 

RENARKS: Final results are reported. 

REPORT COPIES TO: l'IR. JIN BARRON 
NR. JIN BARROM 

MUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

65 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

65 

REFERENCE INFO: NONE LISTED 

SUBNITTED BY: J. BARROM 
DATE PRINTED: 12-0CT-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Sa•ole Pickup 

65 
1 

INVOICE TO: l'IR. JIN BARROM 
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BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED; 12-0CT-89
REPORT: D89-31960.4 PROJECT: R89-592 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-592-0-5 (0.002 D2 R89-592-200-205 0.007
D2 R89-592-5-10 0.007 D2 R89-592-205-210 0.009
02 R89-592-10-15 0.005 D2 R89-592-210-215 0.019
D2 R89-592-15-20 <0.002 D2 R89-592-215-220 0.016
D2 R89-592-20-25 0.006 D2 R89-592-220-225 0.015

D2 R89-592-25-30 0.010 D2 R89-592-225-230 0.011
D2 R83-592-30-35 (0.002 D2 R89-592-230-235 0.022
02 R89-592-35-40 0.003 D2 R89-592-235-240 0.021
02 R89-592-40-45 0.002 D2 R89-592-240-245 0.019
02 R89-592-45-50 <0.002 D2 R89-592-245-250 0.026

02 R89-592-50-55 0.013 D2 R89-592-250-255 0.068
D2 R89-592-55-60 0.008 D2 R89-592-255-260 0.042
D2 R89-592-60-65 0.020 D2 R89-592-260-265 0.036
D2 R89-592-65-70 (0.002 D2 R89-592-265-270 0.022
D2 R89-592-70-75 0.032 02 R89-592-270-275 0.036

D2 R89-592-75-80 0.003 02 R89-592-275-280 0.010
D2 R89-592-80-85 0.018 02 R89-592-280-285 0.006
D2 R89-592-85-90 (0.002 02 R89-592-285-290 0.037
D2 R89-592-90-95 <0.002 02 R89-592-290-295 0.008
02 R89-592-95-100 0.018 02 R89-592-295-300 0.006

02 R89-592-100-105 0.045 02 R89-592-300-305 0.005
02 R89-592-105-110 <0.002 02 R89-592-305-310 0.010
02 R89-592-110-115 0.018 02 R89-592-310-315 0.028
02 R83-592-115-120 0.024 02 R89-592-315-320 0.026
02 R83-592-120-125 0.018 02 R89-592-320-325 0.013

02 R89-592-125-130 0.022
02 R89-592-130-135 0.015
02 R83-592-135-140 0.012
02 R89-592-140-145 0.014
02 R89-592-145-150 0.010

02 R89-592-150-155 0.017
02 R89-592-155-160 0.008
02 R89-592-160-165 0.014
02 R89-592-165-170 0.020
02 R89-592-170-175 0.021

02 R89-592-175-180 0.015
02 R89-592-1B0-185 0.017
02 R89-532-185-190 0.017
02 R89-592-190-195 0.007
02 R89-592-195-200 0.009

-Clt'gg,,tnc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31960.4 

SAl'IPLE 
HUl'IBER 

D2 R89-592-0-5 
D2 R89-592-5-10 
D2 R89-592-10-15 
D2 R89-592-15-20 
D2 R89-592-20-25 

D2 R89-592-25-30 
D2 R89-592-30-35 
D2 R89-592-35-40 
D2 R89-592-40-45 
D2 R89-592-45-50 

D2 R89-592-50-55 
D2 R89-592-55-60 
D2 R89-592-60-65 
D2 R89-592-65-70 
D2 R89-592-70-75 

ELEl'IEHT 
UHITS 

D2 R89-592-75-80 
D2 R89-592-80-85 
D2 R89-592-85-90 
D2 R89-592-90-95 
D2 R89-592-95-100 

Au 
OPT 

(0.002 
0.007 
0.005 

(0.002 
0.006 

0.010 
(0.002 
0.003 
0.002 

(0.002 

0.013 
0.008 
0.020 

(0.002 
0.032 

0.003 
0.018 

(0.002 
(0.002 
0.018 

D2 R89-592-100-105 0.045 
D2 R89-592-105-110 (0.002 

BC 
BONDAR-CLEGG 

·\ Dl\'ISION 01 INCHCAPI: l"iSPECTIO'J &. TESTl'lG SERVICES 

PROJECT: R89-592 

SAl'IPLE ELEl'IEHT Au 
NUl'IBER UHITS OPT 

D2 R89-592-200-205 0.007 
D2 R89-592-205-210 0.009 
D2 R89-592-210-215 0.019 
D2 R89-592-215-220 0.016 
D2 R89-592-220-225 0.015 

D2 R89-592-225-230 0.011 
D2 R89-592-230-235 0.022 
D2 R89-592-235-240 0.021 
D2 R89-592-240-245 0.019 
D2 R89-592-245-250 0.026 

D2 R89-592-250-255 0.068 
D2 R89-592-255-260 0.042 
D2 R89-592-260-2&5 0.036 
D2 R89-592-265-270 0.022 
D2 R89-592-270-275 0.036 

D2 R89-592-275-280 0.010 
D2 R89-592-280-285 0.006 
D2 R89-592-285-290 0.037 
D2 R89-592-290-295 0.008 
D2 R89-592-295-300 0.006 

D2 R89-592-300-305 0.005 
D2 R89-592-305-310 0.010 

Geochemical 
Lab Report 

PAGE 1 

J 

D2 R89-592-310-315 0.028 
D2 R89-592-315-320 0.026 
D2 R89-592-320-325 0.013 

D2 R89-592-110-115 0.018 
D2 R89-592-115-120 0.024 J 

'-----D_2_R8_9_-s_92_-_12_0-_1_2s ___ o._0_1s _____________________________ _ 

D2 R89-592-125-130 
D2 R89-592-130-135 
D2 R89-592-135-140 
D2 89-592-140-145 
D2 R89-592-14S-150 

D2 R89-592-150-155 
D2 R89-592-155-160 
D2 R89-592-160-165 
D2 R89-592-16S-170 
D2 R89-592-170-175 

D2 R89-592-175-180 
D2 R89-592-180-185 
D2 R89-592-185-190 
D2 R89-592-190-195 
D2 R89-592-195-200 

0.022 
0.015 
0.012 
0.014 
0.010 

0.017 
0.008 
0.014 
0.020 
0.021 

0.015 
0.017 
0.017 
0.007 
0.009 J 
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BROHM MINING CGRP. 
MR. JIM BARRON 
P.O. BOX 485 
DEAD WOOD, SI)
57732

Invoice a DO. 15561, Page J.

Date * v s 1S-0CT-89
• /: V • • v ;;

!

Report: Mas- D69- 31.960. A 
Project ?■■■ R89~’i>92 
Re f erence s. NQHE L1 STL 0.

• > • ■- j£?‘. . ' ■ •_ i"*'-

65 Analyses of Gold 
8ubtota 1

Sample Prepara tion
65 Samples of Assay Prep 

.1. Sample of Sample Pickup 
Subtotal

Miacellaneous Charges
A% S. I>. state sales tax 
2X Deadwopd city sales tax 

SubtotaI

at $ 7.00 $ 455.00
$ 455.00 t 455.00

at I 3.00 $ 195.00
at $12.00 $ 1,2.00

* 207.00 $ 207.00

$ 8.26
$ 4.14
$ 12.42 $ 12.42

Invoie e Totala % 6/4.42 U.S.
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-ec 
BDNDAR-CI.EGG 

Hf.'.!)llfol ,'IJ!nl'H, 1.IHd 1 
.. 

t•m. ~' I !•I liH!,l-.1.tt! 
1 1 

" 0 • !l ,.l f1 1 
I 

l n 1.,co c E· 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

l.10 !. ... ,:11:,.1 •; 

i 1 -1..1( f d I 

nrnnw,,u,,, .1, f,•, 1.•«·r t I.Jo' ,I) {'1 ,.~I'. t,O . .I. 

,'I I I 1: , ,j ~- I '8 ~·- l) 

1·,"'1 11\1 \Jy· c ,q ( lld 

; I\ :i - L• t .'. l 

,.1 ,:1. mp I P i-• r ,1 ·1 T l I:.. 1. , .. 1 , 

.• ~:.i ~ •• f.t u\ i, , (. t., -, t--i :·,• ,'.. v r , , ci · J 

I. I ; ,l l't I) .l (·.. Q .,.. ;:) i:\ Ol p l. I . I ( ii ( I' 
11 l bl l''.t t;.:: l 

NJ.(' C'f.'] J ,:\ l"}(c>C)U, µ, I_,'! ,.\ (' q ( ,. 

·t .• f>. t, lr 
} I '\ • •.,!(.11 I t l ! 1 

.,nb t, ·t d 
' . • C 

j l I I. 

1 ' • I 1., 1 , rl• 

cl, t •· .. L l• l 

.,,t ... l ,.; ,, ( i> 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

t•:1111 ,I. J, 11 

L • J. (1\.i 

·+' ', .. ... ~ 1 I:...," \) 

~) \ , 11 ) '} 

1.1. .. J•.J 
l'( I. HJ t• ,'0 .. 00 

1. , l• 

I . r ... <I: I 1.,. At.! 

bt I " t;' u R ,..Jtl 





Geochemical
Lab Report

Bondar-€legg, Inc.
-129H0 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDARCLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31961.4 ( COMPLETE ) REFERENCE INFO: 325-600

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-592 DATE PRINTED: 12-0CT-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 55 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 55 2 -150 55 Assay Prep 55
Excessive Wetness 836
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

Bondai":"'1egg, Im;. 
~ 12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A Dl\'ISION OF INCHCAPE INSPECTIO: & TESTING SERVICES 

REPORT: D89-31961.4 ( COl'lPLETE) 

CLIENT: BROH" l'lINIMG CORP. 
PROJECT: R89-592 

ORDER 

Au 

ELE"ENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NUl1BER 

55 

REl'IARKS: Final results are reported. 

REPORT COPIES TO: "R. JIN BARRON 
1111;1 TT• UflLILl'!IIII 

MUl'IBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

55 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

55 

REFERENCE INFO: 325-600 

SUBl'lITTED BY: J. BARRON 
DATE PRINTED: 12-0CT-89 

l'lETHOD 

Fire Assay 

SAl'IPLE PREPARATIONS HUl'IBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

55 
836 

1 

INVOICE TO: l'lR. JIN BARRON 
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BONDARCLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRIHTEfli- 12-Q.CT-89-
REPORT: D89-31961.4 PROJECT: R89-59E PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-592-3B5-330 0.009 D2 R89-592-525-530 0.010
D2 R89-592-330-335 0.004 D2 R89-592-530-535 0.002
02 R89-592-335-340 0.009 02 R89-592-535-540 0.003
D2 R89-592-340-345 0.003 02 R89-592-540-545 0.010
D2 R89-592-345-350 <0.002 02 R89-592-545-550 0.008

02 R89-592-350-355 0.002 02 R89-592-550-555 0.004
02 R89-592-355-360 <0.002 D2 R89-592-555-560 0.003
02 R89-592-360-365 <0.002 02 R89-592-560-565 0.004
02 R89-592-3&5-370 0.009 02 R89-592-5&5-570 0.005
02 R89-592-370-375 0.007 02 R89-592-570-575 0.003

02 R89-592-375-380 0.003 02 R89-592-575-580 0.003
02 R89-592-380-385 0.002 02 R89-592-580-585 <0.002
02 R89-592-385-390 0.003 02 R89-592-585-590 0.004
02 R89-592-390-395 0.005 02 R89-592-590-595 0.004
D2 R89-592-395-400 0.008 02 R89-592-595-600 0.003

02 R89-592-400-405 0.006
02 R89-592-405-410 0.004
02 R89-592-410-415 0.002
02 R89-592-415-420 0.002
02 R89-592-420-425 0.005

D2 R89-592-425-430 0.005
02 R89-592-430-435 0.003
02 R89-592-435-440 0.003
02 R89-592-440-445 0.006
02 R89-592-445-450 0.003

02 R89-592-450-455 0.005
02 R89-592-455-460 0.002
02 R89-592-460-465 <0.002
02 R89-592-465-470 <0.002
02 R89-592-470-475 0.003

02 R89-592-475-480 0.002
02 R89-592-480-485 0.004
02 R89-592-485-490 0.003
02 R89-592-490-495 0.003
02 R89-592-495-500 0.005

02 R89-592-500-505 0.002
02 R89-592-505-510 0.011
02 R89-592-510-515 0.015
D2 R89-592-515-520 0.005
02 R89-592-520-525 0.004

Bondar- legg, l~ 
.129 0 \¼:st Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31961.4 

SAIIPLE ELEIIENT 
NUNBER UHITS 

D2 R89-592-325-330 
D2 R89-592-330-335 
D2 R89-592-335-340 
D2 R89-592-340-345 
D2 R89-592-345-350 

D2 R89-592-350-355 
D2 R89-592-355-360 
D2 R89-592-360-365 
D2 R89-592-365-370 
D2 R89-592-370-375 

D2 R89-592-375-380 
D2 R89-592-380-385 
D2 R89-592-385-390 
D2 R89-592-390-395 
D2 R89-592-395-400 

D2 R89-592-400-405 
D2 R89-592-405-410 
D2 R89-592-410-415 
D2 R89-592-415-420 
D2 R89-592-420-425 

D2 R89-592-425-430 
D2 R89-592-430-435 
D2 R89-592-435-440 
D2 R89-S92-440-445 
D2 R89-592-445-450 

D2 R89-S92-4S0-455 
D2 R89-592-455-460 
D2 R89-592-460-465 
D2 R89-592-465-470 
D2 R89-592-470-475 

D2 R89-592-475-480 
D2 R89-592-480-485 
D2 R89-592-485-490 
D2 R89-592-490-495 
D2 R89-592-495-500 

D2 R89-592-500-505 
D2 R89-592-505-510 
D2 R89-592-510-515 
D2 R89-592-515-520 
D2 R89-592-520-525 

Au 
OPT 

0.009 
0.004 
0.009 
0.003 

(0.002 

0.002 
(0.002 
(0.002 
0.009 
0,007 

0.003 
0.002 
0.003 
0.005 
0.008 

0.006 
0.004 
0.002 
0.002 
0.005 

0.005 
0.003 
0.003 
0.006 
0.003 

0.005 
0.002 

(0.002 
(0.002 
0.003 

0.002 
0.004 
0.003 
0.003 
0.005 

0.002 
0.011 
0.015 
o.oos 
0,004 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

DATE PRINTED: 12-0CT-89 
PROJECT: R89-592 

SAIIPLE ELEl'IEHT Au 
NUl1BER UNITS OPT 

D2 R89-592-S25-530 0.010 
D2 R89-S92-530-535 0.002 
D2 R89-592-535-540 0.003 
D2 R89-S92-540-545 0.010 
D2 R89-592-545-550 0.008 

D2 R89-592-550-555 0.004 
D2 R89-592-555-560 0.003 
D2 R89-592-560-565 0.004 
D2 R89-592-565-570 0.005 
D2 R89-592-570-575 0.003 

D2 R89-592-575-580 0.003 
D2 R89-592-580-585 (0.002 
D2 R89-592-585-590 0.004 
D2 R89-592-590-59S 0.004 
D2 R89-592-595-600 0.003 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRUHM MINING CHRP. 
MR. J'lM BARRON 
P.O. BOX 405 
DEAD WOOD, 8I>
57732

Invoice s DO15570, Paye 1

Date t 15-OCT—ft 9

RftpoT.t ,,No S DO9“.-.3,196.1.. 4
pVo'j&d't: ' V R‘ft9 592

f<e.f*ipence t 325-600

55 Analyses of Gold at % 7.00 % 3ft5.00
Subtotal % 3ft5.00 i> 3ft5. 00

S a m p 1 a P v e p a r a t i o n
55 Samples of Assay Prep at it 3.00 $ 1G5.00

ft 3ft S a m p 1 e s o f E x c e s -a i v © W e t no a % at % 0.20 $ 1 ft /. 2 0
.1 Sample of Sample Pickup at $12.00 $ 12.00

Subtota1 % 344.20 % 344.. 20

M1 ac©11a n e ou s C ft a r p e s
4% S»I>. state sales tax % 13. 77
c'.% Dead wood city sales tax % ft. ft ft

Subtotal $ 20. ft5 $ 20.ft5

I n v o i e e T o t a 1 a $ 749. ft5 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Borldar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31965.4 < COMPLETE ) REFERENCE INFO: 600-900

CLIENT: BR0HM MINING C0RP. SUBMITTED BY: J. BROHM
PROJECT: R89-592 DATE PRINTED: 16-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 59 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 59 2 -150 59 Assay Prep 58

REMARKS: Final results ara repoTtad

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

|-----
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eo .ciqg7 1nc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF I CHCAPI: INSPECTIO'J & Tl:STING 51:R\ ICl:S 

REPORT: D89-31965.4 (COMPLETE) 

CLIENT: BROHN "INING CORP. 
PROJECT: R89-592 

ORDER 

1 Au 

ELEMENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

HUNBER 

59 

oc•n.n11t, r-:.,.,.,1 -- ...... 1,1.,. ---

REPORT COPIES TO: MR. JIN BARRON 
MR. JIN BARRON 

HUMBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

59 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

59 

REFERENCE INFO: 600-900 

SUBNITTED BY: J. BROHN 
DATE PRINTED: 16-0CT-89 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 58 

INVOICE TO: NR. JIN BARRON 



Bonder-C’legg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

Geochemical
Lab Report

BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED; 16-0CT-49
REPORT: 089-31965.4 PROJECT: R89-592 PAGE 1

------- —t---------
ELEMENT AuSAMPLE

NUMBER
ELEMENT

UNITS
Au

OPT
SAMPLE
NUMBER UNITS OPT

02 R89-592-600-605 0.004 D2 R89-592-800-805 0.003
D2 R89-592-605-610 0.004 D2 R89-592-805-810 <0.002
D2 R89-592-610-615 0.007 D2 R89-592-810-815 0.002
D2 R89-592-615-620 0.007 D2 R89-592-815-820 0.003
D2 R89-592-620-625 0.004 D2 R89-592-820-825 0.007

D2 R89-592-625-630 0.008 D2 R89-592-825-835 COMP 0.005
D2 R89-592-630-635 0.003 1)2 R89-592-835-840 0.006 (

D2 R89-592-635-&40 0.003 D2 R89-592-840-845 0.009
D2 R89-592-640-645 0.008 D2 R89-592-845-850 0.011
D2 R89-592-&45-650 0.010 D2 R89-592-8S0-855 0.004

D2 R89-592-650-655 0.044 D2 R89-592-855-860 0.004
D2 R89-592-655-660 0.009 D2 R89-592-8&0-865 0.004
D2 R89-592-660-665 0.012 D2 R89-592-865-870 <0.002
D2 R89-592-6&5-670 0.048 D2 R89-592-870-875 0.006
D2 R89-592-670-675 0.041 D2 R89-592-875-880 0.004

D2 R89-592-675-680 0.008 02 R89-592-880-885 0.004
D2 R89-592-680-&85 0.044 02 R89-592-885-890 0.004
D2 R89-592-&85-690 0.004 02 R89-592-890-895 <0.002
1)2 R89-592-690-695 0.006 02 R89-592-895-900 <0.002
D2 R89-592-695-700 0.003

02 R89-592-700-705 0.033
02 R89-592-705-710 0.005
02 R89-592-710-715 0.002
02 R89-592-715-720 0.004
02 R89-592-720-725 0.009

02 R89-592-725-730 <0.002
02 R89-592-730-735 0.016
02 R89-592-735-740 0.035
D2 R89-592-740-745 0.002
02 R89-592-745-750 0.003

02 R69-592-750-755 <0.002
02 R89-592-755-760 <0.002
02 R89-592-760-765 <0.002
02 R89-592-765-770 0.002
02 R89-592-770-775 <0.002

02 R89-592-775-780 0.007
02 R89-592-780-785 0.006
02 R89-592-785-790 0.005
02 R89-592-790-795 0.005
02 R89-592-795-800 0.002

Bo .0egg; Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31965.4 

SA,iPLE ELE,iEMT 
MU,iBER UNITS 

D2 R89-S92-600-605 
D2 R89-592-60S-610 
D2 R89-S92-610-615 
D2 R89-592-61S-620 
D2 R89-S92-620-62S 

D2 R89-S92-62S-630 
D2 R89-592-630-63S 
D2 R89-S92-635-640 
D2 R89-592-640-64S 
D2 R89-S92-64S-6SO 

D2 R89-592-6S0-655 
D2 R89-592-6SS-660 
D2 R89-592-660-665 
D2 R89-592-665-670 
D2 R89-592-670-675 

D2 R89-S92-675-680 
D2 R89-592-680-685 
D2 R89-592-68S-690 
D2 R89-S92-690-695 
D2 R89-592-69S-700 

D2 R89-592-700-705 
D2 R89-S92-705-710 
D2 R89-592-710-715 
D2 R89-592-715-720 
D2 R89-S92-720-725 

D2 R89-592-725-730 
D2 R89-592-730-735 
D2 R89-592-735-740 
D2 R89-592-740-745 
D2 R89-S92-745-750 

D2 R89-592-750-755 
D2 R89-592-755-760 
D2 R89-592-760-765 
D2 R89-592-765-770 
D2 R89-592-770-775 

D2 R89-592-775-780 
D2 R89-592-780-785 
D2 R89-592-785-790 
D2 R89-592-790-795 
D2 R89-S92-795-800 

Au 
OPT 

0.004 
0.004 
0.007 
0.007 
0.004 

0, 008 
0.003 
0.003 
0.006 
0.010 

0.044 
0.009 
0.012 
0.048 
0.041 

0.008 
0.044 
0.004 
0.006 
0.003 

0.033 
0.005 
0.002 
0.004 
0.009 

(0.002 
0.016 
0.035 
0.002 
0.003 

(0.002 
(0.002 
(0.002 
0.002 

(0.002 

0.007 
0.006 
0.005 
0.005 
0.002 

BC 
BONDAR-Clf.GG 

A Dl\' ISION OF INCHCAPE INSPECTION & TESTING SERVICES 

PROJECT: R89-592 

SANPLE ELENEHT Au 
MUPIBER UHITS OPT 

D2 R89-592-800-805 0.003 
D2 R89-592-805-810 (0.002 
D2 R89-592-810-815 0.002 
D2 R89-592-81S-820 0.003 
D2 R89-592-820-825 0.007 

D2 R89-S92-825-835 CONP o.oos 
D2 R89-592-835-840 0.006 
D2 R89-592-840-845 0.009 
D2 R89-592-845-850 0.011 
D2 R89-592-850-85S 0.004 

D2 R89-592-855-860 0.004 
D2 R89-592-860-865 0.004 
D2 R89-592-865-870 (0.002 
D2 R89-592-870-875 0.006 
D2 R89-592-875-880 0.004 

D2 R89-592-880-88S 0.004 
D2 R89-592-885-890 0.004 
D2 R89-592-890-895 (0.002 
D2 R89-592-895-900 (0.002 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Invoa ce DO15620. P a t| e 1
BROHM MIMING CHRP. 
MR. JIM BARRON 
P.O. BOX 485 
DEAD WOOD, SI)
57732
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59 Analyses of Gold 
Subtotal

S a m p I e P v e p a r a t i o n
58 Samples of Ass say Prep 

Subto ta1

Mi»cellaneous Charges
4X S.D. state sales tax 
SX Deadwood city sales tax 

Lesss No charge on Au analysis 
Subtota 1

invoice Total r.

% 413. 00
00 $ 413. 00

t|> 174. 00
% 174. 00 % 174. 00

t> 6.
•!> 3.

90
48

'1 7. 00
$ 3. 44 % 3.

$ 590. 44

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31975.4 ( COMPLETE ) REFERENCE INFO: 900-985

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-592 DATE PRINTED: 19-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 17 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 17 2 -150 17 Assay Prep 17
Excessive Wetness 288
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

1' 

Bo~-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TE Tl'IG SERVICES 

REPORT: D89-31975.4 < CONPLETE) 

CLIENT: BROHN NIHIHG CORP. 
PROJECT: R89-592 

ORDER 

1 Au 

SAl'IPLE TYPES 

D DRILL CORE 

Gold 

NUNBER 

17 

RENARKS: Final results are reported. 

REPORT COPIES TO: l'IR. Jil'I BARROM 
-- ---

l lf\• .J J.n .-nnnu, 

NUl'IBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

17 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

17 

REFERENCE INFO: 900-985 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 19-0CT-89 

l'IETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 
Sa1ple Pickup 

17 
2&8 

1 

INVOICE TO: l'IR. Jil'I BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

Geochemical
Lab Report

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: 19-0CT-89
REPORT: D89-31975.4 PROJECT: R89-592 

—.-------------------
PAGE 1 u

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

03 Dl/lll/UM MHO*

D2 R89-592-925-930 0.003
D2 R83-592-930-935 0.003
D2 R89-592-935-940 0.005
D2 R89-592-940-945 0.011
D2 R89-592-945-950 0.036

D2 R89-592-950-955 0.065
D2 R89-592-955-960 0.037
D2 R89-592-960-965 0.013
D2 R89-592-965-970 0.005
D2 R89-592-970-975 0.007

.,. > \ • 

BondaF-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31975.4 

SANPLE ELENENT 
HUIIBER UHITS 

D2 R89-592-900-905 
D2 R89-592-905-910 
D2 R89-592-910-915 
D2 R89-592-915-920 
D2 R89-592-920-925 

D2 R89-592-925-930 
D2 R89-592-930-935 
D2 R89-592-935-940 
D2 R89-592-940-945 
D2 R89-592-945-9SO 

Au 
OPT 

0.00& 
0.003 
0,003 
0.004 
0.005 

0.003 
0.003 
0.005 
0.011 
0.036 

BC 
BONDAR-CLEGG 

A DI\ 1510'.',1 OF I CH CAPE INSPECTI0'.-,1 & TESTI\JG SERVICES 
DATE PRINTED: 19-0CT-89 
PROJECT: R89-592 

.,,. -- .. -

Geochemical 
Lab Report 

PAGE 1 

---------------------------------~ --
D2 R89-592-950-955 0.065 
D2 R89-592-955-960 0.037 
D2 R89-592-960-965 0.013 
D2 R89-592-965-970 0.005 
D2 R89-592-970-975 0.007 

D2 R89-592-975-980 0.012 
D2 R89-592-980-985 0.018 

J 
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BONDAR-CLEGG

^ j.
Bondar-Clegg, Inc.

12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BRUMI’I MINING CORP. 
MR. JII'I BARRON 
P.G. BOX 405 
DEADWOOD, SD
5773S

,;I,»yoice s. DO 150012, Page 1

: DsVlW?-.. . J! IO7OCT-BO

\ |tepdf- t Nos 1)&':■)-31 975» A 
i { ^ 4Je et? a 8 09;;- 59 £
I "'K^fe revice: 900-905- -

7

17 Ana .1. yses 0 f G01 d at Hi 7.00 ^ 119,00
Subtotal it :i i y. 00 it 119.00

S a m p 10 P r & p a r a 110 n
17 Samples of Assay Prep at b 3.00 it 51.00

£60 Samples of Excessive Wetness at $ o.ao t> S3.60
1 Sample of Sample Pickup at $l£. 00 t 1 a. 00

Su bt-ota 1 $ 116.60 $ 116.60

M :i. s c e 11 a n & 0 u s C h a r y e s
A% S»D» state sales tax * 4.66
£x Deadwood city sales tax £.33

Subtotal ft 6.99 1* 6.99

Invoice Totals £42. 59 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

-BC 
...... J . lo. 
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